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Unison UK-C8 100 x 4.6 mm HPLC COLUMN APPLICATION
Organic light-emitting diode blue dopant materials
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1,2,3,4,5-Pentaphenyl 4 14 bis_ [2- (9-ethylcarbazol
-1,3-cyclopentadiene -3-yl) vinyl] benzene
(0.05mg/mL) (0.05mg/mL)

D

X 1

E .

2 )
& %m@m@g

100- =
O n &

1,1,4,4-tetraphenyl- 1,4-bis [4- (N,N-diphenylamino)
1,3-butadiene styryl] benzene
(0.05mg/mL) (0.1mg/mL)
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Unison UK-CS8, 100 x 4.6 mm

A: water / acetonitrile / formic acid =50/50/0.1

B: acetonitrile / formic acid = 100/ 0.1

15-100%B (0-15min), 100%B (15-20min)

1.0mL/min (6MPa), 37°C, 260nm

10pL (0.05-0.1mg/mL, THF / DMSO / formic acid =60/40/ 1)
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